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Technical Characteristic KAI/KOS
FISA TEHNICA
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Model Linea, Internal code: 7431 and 7432, Type Floor Tiles GL
Group Blla, Nominal size 333x333x7.4 mm

i e T Request Measured in KAI ' :
et | et | vt | vl | tooytasuratrin | 0 melhodetodace
. ’ : ) ’ conform standard laborator Kai
’ 3C | 329,0x329,0
1 LenathAvidth/Lunaime/La 1C | 331,0x331,0
| L LengthividilungimerLtime, 333333 0C | 33303330 EN IO 10545-2
: 2C | 335,0x335,0

+0.6/max+2mm +2.00 4C | 337,0x337,0
2.Thickness/Grosimea, mm +5/max+0.5mm +0.37 7.4+0.30 mm 7.3/7.7 mm EN 1SO 10545-2
3. Straightness of -0.48+0.34 mm
sides/Liniaritatea muchielmm | +0.5/max+1.5mm | +150 20 EN [50:105452
] 4 Rectangularity/Rectangularitat -0.86/+0.73mm 1
e, mm +0.5/max+2mm +1.67 145 | EN IS0 10545-2
5. Centre curvature/Curbura CC -1.5 mm; +0.01/+0.84 mm
centrala, mm +0.5/max+2mm +2.00 CV+1.5mm Bl EFIGS2
8. Edge curvature/Curbura CC -1.35 mm; -0.29/+0.67mm
laterala, mm +0.5/max2mm 167 CV +1.35 mm | EN18C 105452
CC -1.5 mm; -0.51+0.38mm
7.Warpage/Deformarea, mm . +2.00 CV +1.5 mm EN ISO 10545-2
8. Surface quality/Calitatea
suprafetel 205% without defects | 295% without defects =98% without defects | Pass EIAGE-1085:2
9.Water absorption/Absorbtia de | 3%< Eb <6.0% 3%<Eb<6.0% 3%<Eb=6.0% 5.1% EN SO 10545-3
apa, % individual <6.5% Individual <6.5% Individual <6.5%
10.Modulus of rupturefrezistenta 5 ) 2 Average: 33.2N/mm2
‘mecanica, thickness<7.5mm, ;ZZN/mm ;Z.ZN/mm _222l\_l/mm f EN ISO 10645-4
Nimm? individual=20N/mm?2 individual=20N/mm2 individual=20N/mm?
11. Breaking strength, Average: 791N
| thickness<7.5mm, N /Fortade | = 600N = 600N > 600N ENISO 10545-4
rupere, N
‘ - the class of abrasive the class of abrasive Class: 2/600
12 Determination cf surface . )
abrasion for glazed £Es|sinco A e SSRGS A e Declared value EN ISO 10545-7
tiles/Rezistenta I abraziune number of cycles are | number of cycles are
j declared by producer | declared by producer
} 13.Crazing resistance, glazed . . .
L ; ; Pass accordingto EN | Pass according to EN | Pass according to EN : g
| mes{Resatenia la crapaturi pentru 190 10545-1 SO 10545-1 1SO 10545.1 Resistant EN IS0 10545-11
| placi glazurate
‘ 14 Resistance for household
chemicals and swimming pool z , ,
salts/Rezistenta la solutile de uz Min class B Min class B Min class B GA EN ISO 10545-13
casnic si saruriel de piscina
I 15.Resistance to the low
concentration acids and Declared value
alkalis/Rezistenta la acizi si baze | Declared value Declared value GLA EN ISO 10545-13
:de concentratie slaba
I 16. Resistance to the high
eI dds | Bagaelivel Declared value Deplaretv2lde GHA EN ISO 10545-13
concentratie mare
,137@@;”531S’E"CE’REZ’STQ”'E Min class 3 Min class 3 Min class 5 class 5 EN 1SO 10545-14
18. Frost resistance/Rezistenta | Pass according to EN Pass according to EN Pass according 1o .
la inghe /S0 10545-1 SO 105451 EN ISO 10545-1 Rasiia ENISO 1054512
;afggggmessmezustenta . Declared value Declared value Declared value ;.;-\y O%gze\gt CENITS 16165
20. MOHS/Reznslenta la Bissiared vl DAl Declared value 5 EN 101:1991
zgariere ;
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