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Denumirc probd samples
,rame/cod

Deleminari solicit.rte/Metodt de a aliza
Required Detennihntions / Methotl ofanalysis

- Peleti teodwood Pelets
8663

- DiametrurDiarneter-EN I 7E29
- Lungimoil-ength- EN 17829
- Umiditate^{oisture content (W')- SR EN ISO lEl34 :2016
- CenusrAsh content( 5soo C;Sn fN fSO ]6122 t2}t6
- Putere calorifica / Calorific value-Iso 1928 /95:ISO 18 t 25
- AzoV Nitrogen-STAS 6417 /73; ISO 16968
- Clor/Chlorine- SR EN ISO 16994 :2017
- Sulf/ Sulphur- SR EN ISO 16994 :2017
- Densitate volumerrica{Jdt density- EN 13190
- Densitate vracEulk deDsity- SR EN ISO 17828/2016
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Parameters Unit

Permissible values
are according to
EN ISO 17225-

2t2014+

Resulls

Diametru,aDiameler D0 6,6+/-t 5.9
Lungrme/Length

3, t5< L< 40 according
umrolraae /Mo$ture content (Wr,) o/o <10 6,59
CenusrAsh conlent( A.^r ) olo

s0,7 0.41
Putere caloriEca inferioaE (la initial)
/Lower calorific ei(raw) (raw
cordition)

Mj/kg
(kcat/kg)
kwh/kq

17,82
(4258)
4,94

Puterc calodfica inferioara la aaaliza
/ Net calorific value
Qi(an) (an coDdition)

Mj/kg
(kcal,&g)
kwh/kc

>16,5 19,01
(4s421

Putere calorifica hferioara(raportata
la subst.uscatay
,{,ower calorific ei(*afxwithout ash
lnd water)

Mj/kg
(kcarkg)
kwh/kg

t9,34
(4620)
s.36

Putere calorifica superioam la
analiz, Gross calorific value
calorific Qs(ar) (an conditior)

Mj/kg
(kcaVkg)
kwh/kc

20,3t
(4851)

5,63

Azot l\iitrogen(N' % <0,1 0.19Clor / Chlorift ( Cl' ) !0.02 0,01Sulf/ Sulphur ( S' <0,04 0,o22
UDit density p/cm l >l 1.33
Densitate \,.rac/Bulk density Kg/m :600 671
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Delcnni firi \olicitotp.ltetodo de onnIi:rr
Required Deten rinations / Method of awrlysis

- Peleti din rum€gus mixt/
8663

- Siliciu(Si) - STAS ?012 /90
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Unil Results

Siliciu(Si) 0,05
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