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1. SCOPUL:

Scopul il reprezinta asigurarea realizarii productiei la valorile specificate in prezentul document,
pentru a se asigura standardizarea valorilor de performanta, pe grosimi si tipuri de produs, a
Parchetului Laminat produs in toate fabricile Yildiz Entegre A.S si controlul acestora.

2. CARACTERISTICI:

2.1. Laminate Floor Parquet;
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Documentele imprimate sunt valabile daca au aplicatad stampila de culoare rosie cu textul ,,DOCUMENT CONTROLAT”.
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Sandards for Laminate Floor Coverings Vario Clic and Terraclick (SR EN 13329)

Test/reguireme

standard

1 Thickness of the element, (t) Atayerage = 0,50, relative to nominal value

without underlay tmax - tmin £ 0,50 mm
2 Thickness of the element, (t) Ataverage < 0,50 mm, relative to nominal value

with pre-attached underlay tmax. tmin. = 0,80 mm mm

. AW gerage = 0,10 , relative to nominal value
3 Width of the surface layer, (w) Wi - Wy = 0,20 mm
I <= 1500 mm: Al = 0,5 mm

4 Length of the surface layer, (1) | > 1500 mm: Al = 0.3 mm/m mm
5 Squareness of the element, (q) TSEN 13329 dmax = 0,20 mm
6 Sraightness of the surface layer, (s) Shax = 0,30 mm/m

7 Flatness of the element fwidth concave = % 0,15, fuigth convex = % 0,20 %
flenght concave = % 0,50, fionght convex =< % 1,00

8 Openings between elements, (0) Ou.verage = 0,15, Opac = 0,20 mm
9 Height difference between elements (h) haverage < 0,10, hp =< 0,15 mm
TSEN 13329 Class 31 = 1,00

2
10 Qurface Soundness TSEN 311 Class 32 - 33 > 125 N/mm’

Class 31- 32 < 18

1 Thickness swelling TSEN 13329 Class 33 < 15

%

i % 4 to % 10
12 [Moisture content TSEN 322 Ho- How < %3 @

TSEN 717-1 El < 0,124 mg/m?
13 Formaldehyde content Class E1 TSEN 1O 12460-3 E1 <35 mg/m?h
Dimensional variations after changesin TSEN 13329
¥ relative humidity, (51, sw) TSEN 318 Slaverage = 0,9, 8Wavernge = 0.9 mm
. : AC3 ; = 2000 ACS5 ; = 6000
15 Abrasion resistance TSEN 13329 AC4 - > 4000 Tour
. Big ball Small Ball
B |meee: Resmes o enel B2 TSEN 13329 Class 31 > 500 mm > 8N, N
: . TSEN 438-2 Class 32 = 750 mm = 12N ’
17 Impact Resistance to big ball Class 33 > 1000 mm > 15N
. Class 32 - 33 fl0,2 = 1 (length)
18 Locking strength 1SO 24334 f0,2 = 2 (width) kN/m
19 Resistance to staining TSEN 438-2 5 (group 1ve group 2), 4 (group 3) Grade
. No damage shall be visble,
20 Effect of a furniture leg TSEN 425 when tested with foot type 0 -
21 Effect of a castor chair TSEN 424 25 000 cydes No damagea -
22 Qurface defeds TSEN 4382 Mlnor surface defects as defined in the EN 438 seriesare ~
permitted.
23 Satic indentation TSEN IO 24343-1 resdual indentation = 0,05 mm mm

sample part = 4 of grey
scale according to EN

20;82_ Colour contrast between unexposed and exposed
24 Lightfastness EN 1S0 4892-2:200 sample part =2 4 of grey s?(l)ezaooordlng to EN 20105— -
6/A1:2009

procedure B - cyde
5 (50 % rel. hum.) ab

a Test until blue wool scale No. 6 according to EN 1SO 105-B02 (= colour contrast 4 on the grey scale according to EN 20105-A02 between
exposed and unexposed part of blue wool scale).
b Allow sample (24 + 1h) recovery time without light exposure at 23 °C and 50 % rel. humidity before taking final assessment

3. ILGILIi DOKUMANLAR:

4. REVIZYONLAR
R(0) -
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Dokiimanin basil hali kirmizi renkli “Kontrollii Kopya” muhrt ile gegerlidir.




